
 

 

 

XYLENE EU 

 

SPECIFICATIONS 

 
MEASURES 

 

 
UNITS 

MEASURES 
METHODS 

GUARANTEED VALUES 
MIN                           MAX 

     
Initial Point oC ASTM D 850            137 

Dry Point oC ASTM D 850  143 

Appearance at 15oC  Visual Clear & Bright 

Sulphur Content mg/kg EN ISO 20846  1 

Non-aromatics Content % weight ASTM D 6563  2,5 

C9 Content % weight ASTM D 6563  1 

Toluene Content % weight ASTM D 6563  0,5 

Ethyl-benzene Content % weight ASTM D 6563  20 

Xylene Content % weight ASTM D 6563 80  

     
 

TYPICAL VALUES 

 
MEASURES 

 
UNITS 

MEASURES 
METHODS 

TYPICAL VALUES 
 

     
 


